
STAINLESS STEEL

STRIP CLADDING (SAW/ESW)

Exaton 34S

esab.com/fillermetals

Specifications

Classifications EN ISO 14174 : S A AB 2 Cr 

Welding Current 1200

Density nom: 1.0 Kg/l

Basicity Index nom: 0.85

Classifications

Wire AWS/EN

Exaton 19.9.LQ A5.9:EQ308L/ 14343:B 19 9 L

Exaton 24.13.LQ A5.9:EQ309L/ 14343:B 23 12 L

Approvals

Combined with Wire

*Selected production units only. Please contact ESAB for more information. Visit esab.com to download specific flux/wire combination fact sheets for more details.

Typical Weld Metal Analysis %

C Mn Si Ni Cr Mo

Exaton 19.9.LQ

0.02 1.3 0.8 9.2 20.5 0.1

Exaton 24.13.LQ

0.02 1.3 0.8 12.1 23.5 0.1

Typical Wire Composition %

C Mn Si S P Ni Cr Mo Cu N

Exaton 19.9.LQ

<0.025 1.8 0.4 <0.015 <0.025 10 19.5 - <0.10 <0.06

Exaton 24.13.LQ

<=0.015 1.8 0.35 <=0.015 <=0.015 13 23.5 <=0.3 <=0.1 -

Typical Wire Composition %

Co Ferrite FN

Exaton 19.9.LQ

<0.05 -

Exaton 24.13.LQ

- 15


